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= Three 127 x 127 x 17 mm Cem-Steel panels-

- Scveral of cach size screws identified as follows:
#8 x 1-1/2” scif drilling screws
#10 x 1-1/2" gelf dnlling screws
#12 x 1-1/2” self drilling screws

Five screws of cach size were drillcd into the cement side of the
pancl through the panel and sheet metal panel, using an electric
drill. The screws were drilled allowing the head of the screw to
remain approximately 3/16” above the ccment panel to permit

gripping of the screw for the pull-out test using our calibrated
The following data have becn obtained:

PULL-OUT VALUES, LBF

SCREWSIZE #8x 1-1/2” #10x 1-1/2> #12x 1-1/2”

410 464 410
472 550 574
415 470 546
382 492 519
465 548 347
AVERAGE 429 505 519
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